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TEST REPORT 

No. (Translation): 
112254-3-a 

CLIENT: IDI ECOSISTEMAS, S.L. 

CONTACT PERSON: FELIPE VILLAVERDE LOPEZ 

ADDRESS: P.E. OCAMPIÑO PARCELA B-82  

36158 MARCON (SAN MIGUEL)  

PONTEVEDRA ESPAÑA 

PURPOSE: Biological tests 

TESTED MATERIAL: BIRDMIND RICE TAB  

RECEIPT DATE: 15.04.2024 

TEST DATES: 15.04.2024 a 25.10.2024 

REPORT EMISSION DATE: 18.12.2024 

Josu Arancon 
Resp. of Accreditation 
Construction Materials Laboratory 
Technician 
Lab Services 

 

* In case of a lawsuit, the original Spanish version shall be taken as reference. 

* The results contained in this report refer solely and exclusively to the material tested. 

* This report may not be reproduced without the express authorisation of FUNDACIÓN TECNALIA R&I, except where done so in its entirety. 

** Deviation from the standard; only one concentration of the product is tested. 
(1) Information provided by the customer. Tecnalia is not responsible for the information provided by the customer and this information is not covered by the accreditation. 
(2) Conclusions based on EN 350:2016 are outside the scope of accreditation. 
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TEST: Determination of the preventive action against Hylotrupes bajulus (Linnaeus) – 

Part 1: Larvicidal effect according to the standard UNE-EN 46-1:2016. 

 
(1) Product tested: Samples referenced as: BIRDMIND RICE TAB  

 
(1) Composition: BIRDMIND RICE TAB  

   

Control wood species: Pinus sylvestris 

 

Absorption and retention: See table 1 

 

Drying method: Leave to dry for 4 weeks in conditioning chamber 

(according to standard) 

 

Ageing: UNE-EN 73:2021+A1:2024 (Evaporation) 

 

Ageing dates:  From 23.04.2024 to 16.07.2024 

 

Species used:  Hylotrupes bajulus 

 

Date of exposure:  29.08.2024 

 

Date of examination:  26.09.2024 - 21.11.2024 

 

Duration of test: 4 weeks for the first evaluation and 12 weeks for the 

second evaluation 

 

Validity requirement: The test is valid if at least 70 % of the larvae inserted 

into all of the untreated control specimens, and at least 

70 % of those inserted into all of the control test 

specimens treated with the solvent or the diluent 

alone, survive. 

 
NOTES 

(2) The conclusions of this report are based on the criteria set out in the standard UNE-EN 350:2016 “Durability 

of wood and wood-based products - Testing and classification of the durability to biological agents of wood 

and wood-based materials”. 

“The interpretation and the practical conclusions that can be drawn from of this test report demand a 

specialized knowledge of the subject of wood preservation and, for this reason this test report cannot of itself 

constitute an approval certificate”. 
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Table 1 Efficacy threshold and degree of termite attack after 8 weeks of exposure following 

evaporative ageing (UNE-EN 73:2021 A1:2024). 

 

Sample 

Test 

sample 

Nº 

Concentration 

tested 

(%) 

Product Larvae recovered 

Larvae not 

recovered 
Absorption 

(g) 

Absorption 

(g) 

Dead 
Alive 

after 

tunnelling 

Not 

having 

tunnelled 

Having 

tunnelled 

BIRDMIND 

RICE TAB  

WC1 

- 

- - 8 2 0 0 

WC2 - - 10 0 0 0 

WC3 - - 9 1 0 0 

WC4 - - 7 3 0 0 

WC5 - - 10 0 0 0 

WC6 - - 9 1 0 0 

Control 

(without 

treatment) 

T1 

- 

- - 0 1 9 0 

T2 - - 2 0 8 0 

T3 - - 1 0 9 0 
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CONCLUSION (2) 

 

Considering that no survivors have been observed in the evaluation of the tested reference 

and based on the UNE-EN 350:2016 standard, it is concluded that the sample named 

“BIRDMIND RICE TAB” is DURABLE against newly hatched larvae of Hylotrupes bajulus. 

 

Durability Class (DC) Category 

DC D Durable 

DC S Non-durable 
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